
Sample received date: Completed date:

Sample historical: Disposable Hair Cap

Background: Qualified product before use in Clean Room.

Test method and specification details:

Reference: 1. Document number ED-QA03 (Seagate Doc No.35344-001)

Analysis results:

Item Check

FTIR, silicone (ng/g)

Remark: ND. (Not Detected)

Conclusion:

Specifications for FTIR analysis

Analyzed by:   Nisachon S. Approved by:   Patiaek S.

Seagate Spec

ND (not detected) 

ND

ND

ND (not detected) 

ND (not detected) 

ND

AVG.

 -

ND

ND

Trial#2

              (Lab Staff)                 (QA Mgr.)

MC21-W BIO641108

Amide

DOP

ND

 -

 -

Trial#3Trial#1

 -  -

Passed

                      The Disposable Hair Cap product was submitted to monitor product quality of use in clean-room.

 -

50 pcs.

MATERIAL PROCESS LABORATORY REPORT

Part number Lot number Qty.

19-Jul-2106-Jul-21

Sample descriptions



Spectrum FTIR
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