m Specification and Appearance Differences Due to Specification Changes

<Standards>
[Before Change] Type [ M JMaterial [ S JSurface Treatment [ H JHardness
SRBN8~45 |S65C Black Oxide 42~ 48HRC
SRBN50 SUP10 D45 and 50 are not treated
SSRBN SUS304—-CSP - 37~46HRC
[After Change] Type [ M ]Material [ S JSurface Treatment [ H JHardness
SREBN8~45 _1sup10 Equivalent Phosphate Coating 42~48HRC
SRBN50 D45 and 50 are not treated
SSRBN SUS304-CSP Equivalent - 37~46HRC
<Appearance> Only part numbers SRBN45 and SRBN50 will be changed.
[Before Change] Shot peening applied [After Change] Shot peening not applied
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m Part Numbers and Specifications Not Subject to Specification Changes
The following part numbers are not subject to specification changes.
Refer to the specifications and appearance prior to the above specification changes.
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Type | Part Numbers
SSRBNS-A
SSRBN8-B

SSRBN10-A
SSRBN10-B

SSRBN12.5-B
SSRBN14-B
SSRBN16-A
SSRBN18-A

SSRBN35.5-A
SSRBN45-A

SSRBN
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